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GUANGDONG GALANZ MICROWAVE ELECTRICAL APPLIANCES MANUFACTURING CO.,LTD. .Client Name :

NO.3 XINGPU AVENUE,MAXIN INDUSTRIAL ZONE, HUANGPU TOWN, ZHONGSHAN CITY 

GUANGDONG PROVINCE 

CHINA.

Client Address :

Sample Name : . Microwave oven.

Tested Basic Model No. 

(P.O.No) :.

D90N30ESLRIII-ZWA(A13) .

Tested Extended Model No. 

(P.O.No) :.

D90D23ETL-ZWA(E17), D70T20L-V7, P70B17L-HP3 .

Client Ref. Info. : . See remark(9) .

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : CP22-013365 - GZ.

Date of Sample Received : . 20 Apr 2022.

Verification Period : . 20 Apr 2022 - 13 Jun 2022 .

Verification Requested : . With reference to RoHS Directive (EU) 2015/863 amending 2011/65/EU. .

Verification Method(s) : . Please refer to next page(s). .

Verification Result(s) : . Please refer to next page(s). .

Based on the verification results of the submitted samples, the results of Lead, 

Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBBs), 

Polybrominated diphenyl ethers (PBDEs) and Phthalates such as 

Bis(2-ethylhexyl) phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl 

phthalate (DBP) , and Diisobutyl phthalate (DIBP) comply with the limits as set by 

RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU. .

Verification Conclusion : .

.

Violet,Shi.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Verification Method(s) : . 1. With reference to IEC 62321-2:2021, review was performed for the samples 

disjointed from the submitted articles.

2. With reference to IEC 62321-1:2013, tests were performed for the samples 

indicated by the photos in this report 

(1) With reference to IEC 62321-3-1:2013, screening by EDXRF spectroscopy.

(2) Wet chemical test method: With reference to IEC 62321-4:2013+A1:2017, 

IEC62321-5:2013, IEC 62321-7-1:2015, IEC 62321-7-2:2017, ISO 17075-1:2017, 

IEC 62321-6:2015 and IEC62321-8:2017, analyzed by ICP-OES,UV-Vis and 

GC-MS..

In accordance with the result of material risk assessment, the following disjointed parts in the submitted 

sample have been verified. .

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

1 . D90N30ESLRIII-ZWA(A1

3)- Black plastic (plug 

overmold).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

2 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. OL. Comply...19786▲..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

3 . D90N30ESLRIII-ZWA(A1

3)- Black plastic (plug 

innermold).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

4 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

5 . D90N30ESLRIII-ZWA(A1

3)- Black plastic (cable 

jacket).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

6 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

7 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic (cable 

jacket).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

8 . D90N30ESLRIII-ZWA(A1

3)- Green/yellow plastic 

(wire insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

9 . D90N30ESLRIII-ZWA(A1

3)- Black coating.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

10 . D90N30ESLRIII-ZWA(A1

3)- White/black adhesive 

plastic sheet with yellow 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

11 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

12 . D90N30ESLRIII-ZWA(A1

3)- Black surfaced metal 

screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

13 . D90N30ESLRIII-ZWA(A1

3)- Transparent adhesive 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

14 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell 

(base).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

15 . D90N30ESLRIII-ZWA(A1

3)- Multicolor surfaced 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

16 . D90N30ESLRIII-ZWA(A1

3)- Multicolor surfaced 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

17 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

18 . D90N30ESLRIII-ZWA(A1

3)- Black plastic frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

19 . D90N30ESLRIII-ZWA(A1

3)- Multicolor surfaced 

metal rivet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

20 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

21 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

spring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

22 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

cover.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

23 . D90N30ESLRIII-ZWA(A1

3)- Grey translucent glass 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. ---...------.

BBP. ---. ---...------.

DEHP. ---. ---...------.

DIBP. ---. ---...------.

24 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

25 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

26 . D90N30ESLRIII-ZWA(A1

3)- Black plastic handle .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

27 . D90N30ESLRIII-ZWA(A1

3)- Black plastic handle .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

28 . D90N30ESLRIII-ZWA(A1

3)- Beige translucent 

adhesive plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

29 . D90N30ESLRIII-ZWA(A1

3)- Grey adhesive foam 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

30 . D90N30ESLRIII-ZWA(A1

3)- Transparent glass 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. ---...------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---...------.

DEHP. ---. ---...------.

DIBP. ---. ---...------.

31 . D90N30ESLRIII-ZWA(A1

3)- Multicolor surfaced 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

32 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part 

(base).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

33 . D90N30ESLRIII-ZWA(A1

3)- Orange rubber ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

34 . D90N30ESLRIII-ZWA(A1

3)- White plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

35 . D90N30ESLRIII-ZWA(A1

3)- Orange rubber shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

36 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

37 . D90N30ESLRIII-ZWA(A1

3)- Orange rubber shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

38 . D90N30ESLRIII-ZWA(A1

3)- Beige plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

39 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

40 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal ring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

41 . D90N30ESLRIII-ZWA(A1

3)- Light blue metal (teeth 

washer).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

42 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

43 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal terminal .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

44 . D90N30ESLRIII-ZWA(A1

3)- Green/yellow plastic 

(wire insulation) with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

45 . D90N30ESLRIII-ZWA(A1

3)- Blue body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

46 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

47 . D90N30ESLRIII-ZWA(A1

3)- White plastic socket .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

48 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal terminal .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

49 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

50 . D90N30ESLRIII-ZWA(A1

3)- Green surfaced core .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

51 . D90N30ESLRIII-ZWA(A1

3)- Light brown body  with 

multicolor printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

52 . D90N30ESLRIII-ZWA(A1

3)- Yellow plastic shell 

with grey printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

53 . D90N30ESLRIII-ZWA(A1

3)- Yellow block 

(envelopment).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

54 . D90N30ESLRIII-ZWA(A1

3)- Silvery block(filling) .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

55 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

56 . D90N30ESLRIII-ZWA(A1

3)- White plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

57 . D90N30ESLRIII-ZWA(A1

3)- Beige translucent glue .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

58 . D90N30ESLRIII-ZWA(A1

3)- Green "PCB" .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

59 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

60 . D90N30ESLRIII-ZWA(A1

3)- White plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

61 . D90N30ESLRIII-ZWA(A1

3)- White plastic frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

62 . D90N30ESLRIII-ZWA(A1

3)- White plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

63 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

64 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

65 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

66 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

67 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal rivet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

68 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

69 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

70 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

71 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

72 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

73 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

74 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal cover .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

75 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shaft .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

76 . D90N30ESLRIII-ZWA(A1

3)- White fiber glass tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

77 . D90N30ESLRIII-ZWA(A1

3)- White plastic socket .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 
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Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).
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EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

78 . D90N30ESLRIII-ZWA(A1

3)- White fibre tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

79 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal terminal .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

80 . D90N30ESLRIII-ZWA(A1

3)- White rubber tube with 

black printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Substances.

Conclusion. Sample 
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Date.
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Wet 

Chemical 

Testing

⁽³⁾(mg/kg).
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EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

81 . D90N30ESLRIII-ZWA(A1

3)- Black plastic  with 

white printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

82 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 35 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 
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⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.
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PHTH⁽²⁾.

83 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

84 . D90N30ESLRIII-ZWA(A1

3)- Golden metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

85 . D90N30ESLRIII-ZWA(A1

3)- Red translucent body .
20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Submitted / 
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PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

86 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

87 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Substances.

Conclusion. Sample 
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Resubmitted 
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Wet 
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Screening 

Result of 

PHTH⁽²⁾.

88 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal terminal .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

89 . D90N30ESLRIII-ZWA(A1

3)- Black plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

90 . D90N30ESLRIII-ZWA(A1

3)- Red plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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⁽³⁾(mg/kg).
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

91 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

92 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Result of 
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93 . D90N30ESLRIII-ZWA(A1

3)- Red plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

94 . D90N30ESLRIII-ZWA(A1

3)- Translucent rubber 

tube.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

95 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Screening 
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PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

96 . D90N30ESLRIII-ZWA(A1

3)- Light blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

97 . D90N30ESLRIII-ZWA(A1

3)- White plastic (wire 

insulation) with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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98 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

99 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

100 . D90N30ESLRIII-ZWA(A1

3)- Black plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

101 . D90N30ESLRIII-ZWA(A1

3)- White plastic (wire 

insulation) with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

102 . D90N30ESLRIII-ZWA(A1

3)- Orange fibre tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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103 . D90N30ESLRIII-ZWA(A1

3)- Yellow plastic (wire 

insulation) with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

104 . D90N30ESLRIII-ZWA(A1

3)- Blue plastic (wire 

insulation).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

105 . D90N30ESLRIII-ZWA(A1

3)- White fibre tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

106 . D90N30ESLRIII-ZWA(A1

3)- Light brown plastic 

shell.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

107 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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108 . D90N30ESLRIII-ZWA(A1

3)- Yellow plastic (wire 

insulation) with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

109 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

110 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal cover .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 46 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

111 . D90N30ESLRIII-ZWA(A1

3)- Black plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

112 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

sheet with black printing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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113 . D90N30ESLRIII-ZWA(A1

3)- Black plastic frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

114 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

115 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

rivet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Substances.

Conclusion. Sample 
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Resubmitted 

Date.
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Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

116 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

117 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

rivet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 
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Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

118 . D90N30ESLRIII-ZWA(A1

3)- Golden metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

119 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

120 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Substances.

Conclusion. Sample 
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Resubmitted 

Date.
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Chemical 
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Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

121 . D90N30ESLRIII-ZWA(A1

3)- Green material part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

122 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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PHTH⁽²⁾.

123 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

124 . D90N30ESLRIII-ZWA(A1

3)- Green body  with 

multicolor printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

125 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

wire.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

126 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

127 . D90N30ESLRIII-ZWA(A1

3)- White fiber glass tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Screening 
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128 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

129 . D90N30ESLRIII-ZWA(A1

3)- Yellow material part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

130 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal rivet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

131 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

132 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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133 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shaft .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

134 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

135 . D90N30ESLRIII-ZWA(A1

3)- Grey translucent 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

136 . D90N30ESLRIII-ZWA(A1

3)- Black plastic button .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

137 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal plating .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Screening 

Result of 

PHTH⁽²⁾.

138 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

cover.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

139 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

140 . D90N30ESLRIII-ZWA(A1

3)- Black adhesive plastic 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

141 . D90N30ESLRIII-ZWA(A1

3)- White plastic knob .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

142 . D90N30ESLRIII-ZWA(A1

3)- White plastic socket .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 59 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

143 . D90N30ESLRIII-ZWA(A1

3)- Grey plastic (wire 

insulation) with red 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

144 . D90N30ESLRIII-ZWA(A1

3)- Transparent adhesive 

plastic sheet with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

145 . D90N30ESLRIII-ZWA(A1

3)- White plastic shell with 

black printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

146 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

147 . D90N30ESLRIII-ZWA(A1

3)- Translucent block 

(envelopment).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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148 . D90N30ESLRIII-ZWA(A1

3)- Black "PCB".
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

149 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell with 

white printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

150 . D90N30ESLRIII-ZWA(A1

3)- Black plastic button .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

151 . D90N30ESLRIII-ZWA(A1

3)- Black plastic knob .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

152 . D90N30ESLRIII-ZWA(A1

3)- Black rubber cover .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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153 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

154 . D90N30ESLRIII-ZWA(A1

3)- Black plastic frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

155 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

156 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

ring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

157 . D90N30ESLRIII-ZWA(A1

3)- Grey plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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Screening 
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PHTH⁽²⁾.

158 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

ring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

159 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

160 . D90N30ESLRIII-ZWA(A1

3)- Grey plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

161 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

162 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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PHTH⁽²⁾.

163 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

164 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

165 . D90N30ESLRIII-ZWA(A1

3)- White glue.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

166 . D90N30ESLRIII-ZWA(A1

3)- Green "PCB" .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

167 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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168 . D90N30ESLRIII-ZWA(A1

3)- White plastic housing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

169 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

170 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

171 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

172 . D90N30ESLRIII-ZWA(A1

3)- White glue.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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173 . D90N30ESLRIII-ZWA(A1

3)- Golden metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

174 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

175 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

176 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

177 . D90N30ESLRIII-ZWA(A1

3)- Green body  with 

multicolor printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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178 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell with 

golden printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

179 . D90N30ESLRIII-ZWA(A1

3)- Blue body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

180 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

181 . D90N30ESLRIII-ZWA(A1

3)- Beige plastic housing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

182 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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183 . D90N30ESLRIII-ZWA(A1

3)- Yellow adhesive 

plastic.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

184 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

185 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

186 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

187 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 77 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

188 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

189 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

190 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

191 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

192 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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193 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

194 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

195 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

196 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

197 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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198 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

199 . D90N30ESLRIII-ZWA(A1

3)- Translucent plastic 

tube.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

200 . D90N30ESLRIII-ZWA(A1

3)- Light yellow adhesive 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

201 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

202 . D90N30ESLRIII-ZWA(A1

3)- Beige translucent 

plastic tube.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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203 . D90N30ESLRIII-ZWA(A1

3)- Yellow surfaced metal 

wire.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

204 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

205 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

206 . D90N30ESLRIII-ZWA(A1

3)- Green coating .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...<100*..---.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

207 . D90N30ESLRIII-ZWA(A1

3)- Silvery block(filling) .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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208 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

209 . D90N30ESLRIII-ZWA(A1

3)- Black block 

(envelopment).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

210 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored/silvery 

metal pin.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

211 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

212 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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213 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

214 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

215 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

216 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

217 . D90N30ESLRIII-ZWA(A1

3)- Beige plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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218 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

219 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

220 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

221 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

222 . D90N30ESLRIII-ZWA(A1

3)- Black body.
20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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223 . D90N30ESLRIII-ZWA(A1

3)- Green "PCB" .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

224 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

225 . D90N30ESLRIII-ZWA(A1

3)- Beige plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

226 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

227 . D90N30ESLRIII-ZWA(A1

3)- Grey plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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228 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

229 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

230 . D90N30ESLRIII-ZWA(A1

3)- Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

231 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

232 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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233 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

234 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

235 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 96 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

236 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

237 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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238 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

239 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

240 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

241 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

242 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal nut.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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243 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

244 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

245 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

246 . D90N30ESLRIII-ZWA(A1

3)- Light golden metal 

cover.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

247 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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248 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

249 . D90N30ESLRIII-ZWA(A1

3)- White adhesive fibre 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

250 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

251 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

252 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

spring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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253 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

254 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

255 . D90N30ESLRIII-ZWA(A1

3)- White adhesive plastic 

sheet with black printing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

256 . D90N30ESLRIII-ZWA(A1

3)- Beige plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

257 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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258 . D90N30ESLRIII-ZWA(A1

3)- Black plastic.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

259 . D90N30ESLRIII-ZWA(A1

3)- Black adhesive foam 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

260 . D90N30ESLRIII-ZWA(A1

3)- Red/black fibre tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

261 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

262 . D90N30ESLRIII-ZWA(A1

3)- White plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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263 . D90N30ESLRIII-ZWA(A1

3)- White rubber tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

264 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

265 . D90N30ESLRIII-ZWA(A1

3)- White paper sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

266 . D90N30ESLRIII-ZWA(A1

3)- White adhesive paper 

 with multicolor printing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

267 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 109 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

268 . D90N30ESLRIII-ZWA(A1

3)- Beige translucent 

adhesive plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

269 . D90N30ESLRIII-ZWA(A1

3)- Beige glue.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

270 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

271 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

272 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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Wet 
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⁽³⁾(mg/kg).
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Screening 

Result of 

PHTH⁽²⁾.

273 . D90N30ESLRIII-ZWA(A1

3)- Golden metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

274 . D90N30ESLRIII-ZWA(A1

3)- Yellow adhesive 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

275 . D90N30ESLRIII-ZWA(A1

3)- Green adhesive plastic 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

276 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal rivet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

277 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal nut.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Substances.

Conclusion. Sample 
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Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

278 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

279 . D90N30ESLRIII-ZWA(A1

3)- Black body  with white 

printing.
20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

280 . D90N30ESLRIII-ZWA(A1

3)- Black plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 114 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

281 . D90N30ESLRIII-ZWA(A1

3)- White adhesive plastic 

sheet with black printing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

282 . D90N30ESLRIII-ZWA(A1

3)- Transparent liquid .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Substances.

Conclusion. Sample 
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Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

283 . D90N30ESLRIII-ZWA(A1

3)- Brown rubber tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

284 . D90N30ESLRIII-ZWA(A1

3)- Green body  with 

brown printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

285 . D90N30ESLRIII-ZWA(A1

3)- Translucent rubber 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 
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⁽³⁾(mg/kg).
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EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

286 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal rivet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

287 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Substances.

Conclusion. Sample 
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Wet 

Chemical 
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⁽³⁾(mg/kg).
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EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

288 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

289 . D90N30ESLRIII-ZWA(A1

3)- Silvery adhesive 

plastic sheet with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

290 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal cover .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Substances.

Conclusion. Sample 
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Wet 
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⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

291 . D90N30ESLRIII-ZWA(A1

3)- Brown material .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

292 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shaft .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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PHTH⁽²⁾.

293 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

294 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

295 . D90N30ESLRIII-ZWA(A1

3)- Black plastic knob .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 120 of 264.

Part No.. Part Description. Restricted 
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Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

296 . D90N30ESLRIII-ZWA(A1

3)- Grey plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

297 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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PHTH⁽²⁾.

298 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

299 . D90N30ESLRIII-ZWA(A1

3)- White plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

300 . D90N30ESLRIII-ZWA(A1

3)- White adhesive plastic 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

301 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

302 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 123 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.
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303 . D90N30ESLRIII-ZWA(A1

3)- Silvery material part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

304 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal screw.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

305 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 124 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

306 . D90N30ESLRIII-ZWA(A1

3)- Golden fibre ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

307 . D90N30ESLRIII-ZWA(A1

3)- White/green adhesive 

paper sheet with black 

printing.

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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308 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

309 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

310 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

311 . D90N30ESLRIII-ZWA(A1

3)- White plastic shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

312 . D90N30ESLRIII-ZWA(A1

3)- Beige block 

(envelopment).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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313 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

314 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

315 . D90N30ESLRIII-ZWA(A1

3)- White rubber tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

316 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

317 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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318 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

319 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

320 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal frame .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

321 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal 

frame.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

322 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 131 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

323 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

324 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

325 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

326 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

327 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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328 . D90N30ESLRIII-ZWA(A1

3)- Copper-colored metal 

wire.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

329 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

330 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

331 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

332 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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333 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

334 . D90N30ESLRIII-ZWA(A1

3)- Light blue surfaced 

metal nut.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

335 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

336 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal pin .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

337 . D90N30ESLRIII-ZWA(A1

3)- Silver-gray metal tube .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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338 . D90N30ESLRIII-ZWA(A1

3)- White glue.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

339 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

340 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

341 . D90N30ESLRIII-ZWA(A1

3)- Beige material .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

342 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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343 . D90N30ESLRIII-ZWA(A1

3)- White plastic ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

344 . D90N30ESLRIII-ZWA(A1

3)- Brown plastic ring .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

345 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part 

(base).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

346 . D90N30ESLRIII-ZWA(A1

3)- Silvery metal part 

(base).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

347 . D90N30ESLRIII-ZWA(A1

3)- Transparent plastic 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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348 . D90D23ETL-ZWA(E17)- 

Silvery coating.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

349 . D90D23ETL-ZWA(E17)- 

Silvery surfaced plastic 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

350 . D90D23ETL-ZWA(E17)- 

Silvery plastic handle .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

351 . D90D23ETL-ZWA(E17)- 

Silvery plastic handle .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

352 . D90D23ETL-ZWA(E17)- 

Transparent adhesive 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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353 . D90D23ETL-ZWA(E17)- 

Silvery metal solder .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

354 . D90D23ETL-ZWA(E17)- 

Green "PCB".
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

355 . D90D23ETL-ZWA(E17)- 

Silvery plastic button .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

356 . D90D23ETL-ZWA(E17)- 

Silvery surfaced plastic 

knob.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

357 . D90D23ETL-ZWA(E17)- 

Silvery metal cover with 

black printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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PHTH⁽²⁾.

358 . D90D23ETL-ZWA(E17)- 

Translucent adhesive 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

359 . D90D23ETL-ZWA(E17)- 

Silvery surfaced plastic 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

360 . D90D23ETL-ZWA(E17)- 

Grey coating.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

361 . D90D23ETL-ZWA(E17)- 

Black plastic part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

362 . D90D23ETL-ZWA(E17)- 

Black rubber part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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363 . D90D23ETL-ZWA(E17)- 

Transparent plastic sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

364 . D90D23ETL-ZWA(E17)- 

Yellow adhesive plastic 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...119..---.

DIBP. ---. Comply...ND..---.

365 . D90D23ETL-ZWA(E17)- 

Black rubber part .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

366 . D90D23ETL-ZWA(E17)- 

Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

367 . D90D23ETL-ZWA(E17)- 

Silvery metal wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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PHTH⁽²⁾.

368 . D70T20L-V7- White 

coating.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

369 . D70T20L-V7- White 

plastic shell with grey 

printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

370 . D70T20L-V7- Grey 

adhesive foam sheet .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

371 . D70T20L-V7- White 

plastic knob.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

372 . D70T20L-V7- White 

plastic shell with 

black/yellow printing .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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PHTH⁽²⁾.

373 . D70T20L-V7- Silvery 

metal sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

374 . D70T20L-V7- Silvery 

metal sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

375 . D70T20L-V7- Silvery 

metal shaft.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

376 . D70T20L-V7- White 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

377 . D70T20L-V7- Silvery 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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378 . D70T20L-V7- White 

plastic gear.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

379 . D70T20L-V7- Silvery 

metal shaft.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

380 . D70T20L-V7- White 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

381 . D70T20L-V7- Beige 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

382 . D70T20L-V7- Beige 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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383 . D70T20L-V7- Silvery 

metal shaft.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

384 . D70T20L-V7- White 

plastic gear.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

385 . D70T20L-V7- White 

plastic ring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.



Verification Report. No. CANEC2207251001   . Date: 13 Jun 2022. Page 156 of 264.

Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

386 . D70T20L-V7- Silvery 

metal spring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

387 . D70T20L-V7- White 

plastic shell.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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388 . D70T20L-V7- Silvery 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

389 . D70T20L-V7- Silvery 

metal spring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

390 . D70T20L-V7- Beige 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

391 . D70T20L-V7- Silvery 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

392 . D70T20L-V7- Silvery 

metal spring.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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393 . D70T20L-V7- Black 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

394 . D70T20L-V7- Silvery 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

395 . D70T20L-V7- Silvery 

metal shell.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

396 . D70T20L-V7- Silvery 

metal shaft.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. IN. Comply...ND..---.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

397 . D70T20L-V7- 

Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

398 . D70T20L-V7- Silvery 

metal wire.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

399 . D70T20L-V7- Silvery 

metal cover.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

400 . D70T20L-V7- Blue plastic 

part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

401 . D70T20L-V7- 

Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

402 . D70T20L-V7- White 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

403 . D70T20L-V7- 

Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

404 . D70T20L-V7- Red 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

405 . D70T20L-V7- Black 

plastic (heat shrinkable 

tube).
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

406 . D70T20L-V7- White 

plastic frame.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

407 . D70T20L-V7- Yellow 

plastic shell with grey 

printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

408 . D70T20L-V7- Blue body .

20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

409 . D70T20L-V7- White 

plastic shell.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

410 . D70T20L-V7- Black body 

 with white printing .
20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

411 . D70T20L-V7- Black 

plastic shell with white 

printing.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

412 . D70T20L-V7- Red body .

20 Apr 2022

Pb. OL▲. Comply...---..---.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

413 . D70T20L-V7- White 

plastic sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

414 . D70T20L-V7- 

Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

415 . D70T20L-V7- Silvery 

metal pin.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

416 . D70T20L-V7- Silvery 

metal sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

417 . D70T20L-V7- 

Copper-colored metal 

sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

418 . D70T20L-V7- Silvery 

metal sheet.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

419 . D70T20L-V7- Silvery 

metal part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

420 . D70T20L-V7- Black 

plastic part.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

421 . D70T20L-V7- 

Copper-colored 

enamel-insulated wire .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...---BL.

BBP. ---. Comply...---BL.

DEHP. ---. Comply...---BL.

DIBP. ---. Comply...---BL.

422 . D70T20L-V7- Green 

"PCB".
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. IN. Comply...ND..---.

PBDEs. IN. Comply...ND..---.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

423 . D70T20L-V7- Silvery 

metal solder.
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

424 . D70T20L-V7- Silvery 

metal shell (base) .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

425 . D70T20L-V7- Blue 

translucent rubber shell .
20 Apr 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.
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Part No.. Part Description. Restricted 

Substances.

Conclusion. Sample 

Submitted / 

Resubmitted 

Date.

Result of 

Wet 

Chemical 

Testing

⁽³⁾(mg/kg).

Results of 

EDXRF⁽¹⁾.

Screening 

Result of 

PHTH⁽²⁾.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.

426 . P70B17L-HP3- Silvery 

metal shell (base) .
20 May 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. ---. ---------.

PBDEs. ---. ---------.

DBP. ---. ---------.

BBP. ---. ---------.

DEHP. ---. ---------.

DIBP. ---. ---------.

427 . P70B17L-HP3- Grey 

coating.
20 May 2022

Pb. BL. Comply...------.

Cd. BL. Comply...------.

Hg. BL. Comply...------.

Cr(VI)▼. BL. Comply...------.

PBBs. BL. Comply...------.

PBDEs. BL. Comply...------.

DBP. ---. Comply...ND..---.

BBP. ---. Comply...ND..---.

DEHP. ---. Comply...ND..---.

DIBP. ---. Comply...ND..---.
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Remark 

 

(1) Interpretation of screening results by X-ray fluorescence spectrometry (XRF): 

(a) Screening limits in mg/kg for regulated elements in various matrices according to IEC 62321-1:2013 Annex 

A as below table. 

 

(b) If the maximum allowed level restricts PBB/PBDE and Cr(VI) rather than Br and Cr, the exceptions are the 

XRF determinations of Br and Cr. If the quantitative results for the elements Br and /or are higher than the 

limit (for Br calculated based on the stoichiometry of Br in the most common congeners of PBB/PBDE), the 

sample is “inconclusive”. 

(c) Results are obtained by EDXRF for primary screening, LOD = Limit of Detection, BL = Below Limit, OL = 

Over Limit, IN (The symbol X marks the region)= Inconclusive, where further investigation is necessary, 

and further chemical testing  by ICP-OES (for Cd, Pb, Hg), UV-Vis (for Cr(VI)) and GC-MS (for 

PBBs/PBDEs) are recommended to be performed. 

(d) The XRF screening test for RoHS elements – The reading may be different to the actual content in the 

sample be of non-uniformity composition. 

 

(2) Screening results of Phthalates (PHTH) are for primary screening, and further chemical testing  by GC-MS 

(for DBP, BBP, DEHP and DIBP) are recommended to be performed if the concentration exceeds the below 

warning value (unit: mg/kg). 

                     

(3) Interpretation of results by chemical tests: 

(a) mg/kg = 0.0001%, MDL=Method detection Limit, ND = Not Detected (<MDL), --- = Not Applicable, 

 - = Without BOM. 
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(b) Unit and MDL in wet chemical test 

 

The MDL for single compound of PBBs and PBDEs is 100 mg/kg,  

MDL of  Cr(VI) for polymer, composite and leather sample is 10 mg/kg. 

MDL of Cr(VI) for metal sample is 0.10μg/cm2.  

(c) =Metal sample 

    a. The sample is positive for Cr(VI) if the Cr(VI) concentration is greater than 0.13 μg/cm2.  

The sample coating is considered to contain Cr(VI) 

b. The sample is negative for Cr(VI) if Cr(VI) is ND (concentration less than 0.10 μg/cm2).  

The coating is considered a non-Cr(VI) based coating 

c. The result between 0.10 μg/cm2 and 0.13 μg/cm2 is considered to be inconclusive 

 - unavoidable coating variations may influence the determination 

                 

Information on storage conditions and production date of the tested sample is unavailable  

  and thus Cr(VI) results represent status of the sample at the time of testing. 

 

(4) Restricted substances and maximum concentration values tolerated by weight in homogeneous materials 

under RoHS Directive: Cd: 0.01%, Pb/Hg/Cr(VI)/PBBs/PBDEs/DEHP/DBP/BBP/DIBP: 0.1%. The limit is 

quoted from RoHS Directive (EU) 2015/863. 

 

(5) IEC 62321 series is equivalent to EN 62321 series. 

https://www.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:1258637,2

5 

 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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(6)▲= According to the declaration from the client, 

Lead (Pb) in No.2 is exempted by EU RoHS directive 2011/65/EU based on |ANNEX III 6(c)|: Copper alloy 
containing up to 4 % lead by weight.
Lead (Pb) in No.85, No.412 are exempted by EU RoHS directive 2011/65/EU based on |ANNEX III 7(c)-I|: 
Electrical and electronic components containing lead in a glass or ceramic other than dielectric ceramic in 
capacitors, e.g. piezoelectronic devices, or in a glass or ceramic matrix compound.
Lead (Pb) in No.221, No.222, No.279, No.410 are exempted by EU RoHS directive 2011/65/EU based on |ANNEX 
III 7(a)|: Lead in high melting temperature type solders (i.e. lead-based alloys containing 85 % by weight or more 
lead).

(7)*= Considering insufficient sample amount, the Method Detection Limit (MDL) is raised appropriately.

(8) According to the declaration from applicant, the materials of other parts in Models "D90D23ETL-ZWA(E17), 
D70T20L-V7, P70B17L-HP3" are the same as those in Model "D90N30ESLRIII-ZWA(A13)", and the results of 
Model "D90N30ESLRIII-ZWA(A13)" for support the results of other parts in Models "D90D23ETL-ZWA(E17), 
D70T20L-V7, P70B17L-HP3". The applicant will take the responsibility of all discrepancy and risk.

(9)
P90N30CP-WY-RR00
P90N30ML-WZ-RR00
D(a)(b)(c)(d)(e)-(f)(g)(h)(i)(j); 
P(a)(b)(c)(d)(e)-(f)(g)(h)(i)(j)；

S(x)(b)(c)(y)(f)(g)(z)-(v);
G(x)(b)(c)(y)(u)(z)-(v);
C(x)(b)(c)(y)(u)(z)-(v);

Variable(a)=60, 70, 80, 90, 100, 120, 180. 
Variable(b)=D, B, H, C, F, N, G, J, T,  M, or blank.  
Variable(c)=17, 18, 20, 23, 25, 28, 30, 34, 38, 43, 48,  
Variable(d)=L, CP, SL, TL, P, SP, TP, AL, ASL, ATL, AP, ASP, ATP, AJ, ASJ, ATJ, J, SJ, TJ, EN3P, EP, ESP
, ETP, EL, ESL, ETL, EJ, ESJ, ETJ, ML, MSL, MTL, PB, X, XL, SX, SXL, XL, TX, TXL, ETL, EXL, 
ESXL, ESXL, ETXL, YaP, YaSP, YaTP, YP, YSP, YTP, YL, YSL, YTL. BSL, MSXL, MTXL
Variable(e)= Blank 
orD、K、R、RII、RIII、RIV、RIVV、RIIIV、I、H、N、W、V、VII、VIII、Q、B、II、III、Z，RIIV, DRII, DRIII,  

DRIIV,  DRIIIV
Variable(f)=1, 2, 3, 4, 5, 6, 7, 8, 9, A, B, C, D, E, F, G, H, I, J, K, L, M, N, O, P, Q, R, S, T, U, V, W, X, Y, Z,  or 
blank
Variable(g)=1, 2, 3, 4, 5, 6, 7, 8, 9, A, B, C, D, E, F, G, H, I, J, K, L, M, N, O, P, Q, R, S, T, U, V, W, X, Y, Z, or 
blank.
Variable(h)=1, 2, 3, 4, 5, 6, 7, 8, 9, A, B, C, D, E, F, G, H, I, J, K, L, M, N, O, P, Q, R, S, T, U, V, W, X, Y, Z, or 
blank.
Variable(f)、Variable(g)、Variable(h) ，means the type of different appearance.

Variable(i)=Blank , A13 or E17.
Variable(j)=Blank or -RR00, -RR01, -RR02, -RR03, -RR04, -RR05, -RR06, -RR07, -RR08, -RR09.
Variable(x)=E, M, B, S, D.
Variable(y)= 6, 7, 8, 9, 0.
Variable(u)=A1,  A3,  A5,  A6,  A7K,  A9,  A9A,  AB,  B1,  B4,  B5,  B6,  B7,  B8,  B8A,  B8W,  B8Z,  B9,  BM,  
BM1,  BM2, 
B1A,  B1B,  B1C,  C2,  C2A,  C3,  C4,  C5,  C6,  C7,  C8,  C8D,  C9,  C3F,  D1,  D2,  D3,  D4,  D5,  D6,  D7,  D8,  
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D9,  DA,  DB, 
DE,  DG,  DH,  DN,  DJ,  DK,  DE,  DI,  DQ,  DGA,  DKB,  DGB,  DIA,  E3,  E5,  E6,  E8,  E9,  E9C,  F4,  F5,  F6,  
F7,  F8,  F8B, 
F9,  FY,  FY1,  G,  G1,  G3,  G4,  G5,  G6,  G7,  G9,  GE,  H1,  H2,  H3,  H4,  H5,  H6,  H7,  H8,  H9,  HL,  HM,  
HN,  HP3,  HP4, 
HP5,  HS1,  HZ,  HZA,  J4,  J5,  J6,  J7,  J9,  JA,  K4,  K9,  K10,  KA,  KB,  KBA,  KE,  KE1,  KE2,  KJ,  KL,  KQ,  
L1,  L2,  L3,  M1, 
M3,  M4,  M5,  M7,  M8,  M9,  MT1,  M8B,  M9,  M9A,  N7,  N1,  N3,  N5,  N6,  N7,  N8,  N9,  Q1,  Q2,  Q3,  Q4,  
Q5,  Q6,  Q6A, 
Q6C,  Q7,  Q7A,  Q8,  Q9,  QF,  QJ,  QJA,  QK,  QKA,  QL,  R1,  R3,  R4,  R5,  R6,  R7,  R8,  S1,  S2,  S3,  S4,  
S5,  S6,  S7,  S9, 
SA,  SC,  SE,  SD,  SF,  SG,  SEA,  SEC,  SEG,  SEW,  SJ,  ST,  SS,  SR,  SRB,  SX,  SL,  SK,  SH,  SU,  T1,  T2,  
T3,  T4,  T5, 
T6,  T7,  T8,  TH,  TL1,  TL3,  TL5,  TL5III,  TL6,  T7B,  T5B,  T5C,  TQ,  TR,  TD,  TE,  TF,  TJ,  TK,  TN,  TS,  
T5A,  WF,  WB, 
WD,  V,  V3,  V4,  V6,  X2,  X3,  X5,  X7H,  XL,  XLE,  XB,  XC,  XCB,  XCD,  XCE,  XCF,  XCG,  XCH,  XH,  XCJ,  
XCK,  XCM, 
XCP,  XCX,  XD,  XJE,  XH,  Y1,  Y2,  Y2A,  Y3,  Y4,  Y5,  Y5A,  Y6,  Y7,  Y8,  Y9,  Y9A ,  YA,  YB,  YBA,  YC,  YD,  
YCD,  YDA, 
YH,  YN,  YJ,  YE,  YL,  YO,  YR,  YT,  YX,  YM,  YS,  YU,  SC,  YW,  Y6A,  YQ,  YWA,  YH,  YHA,  YY,  ZB,  ZC,  
ZD,  ZE,  ZF, 
ZG,  ZH,  ZJ,  ZL,  ZM,  ZN,  ZR,  ZP,  ZQ,  ZK,  ZS,  ZSA,  ZSG,  ZSB,  ZT,  ZW,  ZWA,  ZWB,  ZW,  ZV,  ZVC,  
ZVD,  3P,  V1, V2, V3, V4, V5, V6, V7, V8, VB, VC, VD, VF, V2F, VL, VJ, V21A, V21, VF, HK, CF, CG, CH, CS
501A,  501B,  5S,  5SA,  5SB,  5SIII,  501B,  6,  9C or others combined postfix with letters "A" to "Z" and "0" to "9", 
means the type of different
Variable(z)= B, H, P, U.
Variable(v)=P, S.
P100M25BSL-5S
P100M25ASL-5S
D10034AP（blank)(E17)

P11D34EPH-PB
P11D34CPH-PC
P11D34CPH-PDNN-SD69LS，NN-SD68LS；

NN-SD65LS，NN-SD67LS，NN-SD66LS；

NN-SU66LS，NN-SU65LS；

NN-SU65LW，NN-SU65LB；

D70H20ETL-C8III(E17) , D70H20ESP-XTA-FR01, D70H20ESP-XT-FR01, D70H20ESP-XS-FR01
D70H20ESP-XSA-FR0, D70H20P-ZS(E17), D70H20P-G5(E17)
D70T20L-V7, D70T20L-VC, D70T20L-VB, D70T20AL-VJ, D70J17L-V2
P70H20MSP-XU-FR03, P70H20TL-XCS, P70H20L-XCS, P70H20EL-CG, P70H20L-QQ, 
P70H20EL-KG, P70H20P-G5，P70H20P-ZS，

P70T20L-VB, P70T20EL-CF, P70T20L-VJ, P70T20AL-VJ, P70T20L-V2CC, P70T20L-V7
P70T20L-VC, P70T20EL-CF
P70J17L-V2, P70J17L-V7, P70J17P-V2, P70B17P-SF,  P70C20AL-SV
D80D20ETL-DK(E17), D80D20ESP-N7-RR04
P80F20EL-ZWB, P80F20TL-HP3
D90D23EL-CF(E17), D90F23ESL-ZWI(E17)）

P90D23ETL-ZVB/H，

D90D25EL-CF(E17), D90F25ESL-ZWB(E17), D90D25EL-CH(E17), D90D25EL-CG(E17)
D90D25MSPRIII-M8-RR08, D90D25MSP-M8-RR08
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D90D25ESLRIII-CH(E17), D90D25ESLRⅢ-CF(E17), 

P90D25EL-CH,  P90D25AL-KC,  CBD259CFH-SAGC0G,  P10F20ELV-FA
D90N30EL-CH(E17), D90N30ESLRIII-CH(A13), D90N30AP-BM1, D90N30MTP-BM1A
D90N30MSPRIII-BM1A, D90N30MSPRIII-BM1A-RR00, D90N30ETL-B1B
P90D30EL-CF, P90D30EL-CH, P90D30EL-CG, P90N30AL-KC, P90N30AL-S3A
P90N30CP-WY-RR00,  P90N30ML-WZ-RR00
CBD259CFH-SAGC0G,  GMT207VCH-PA0C0G, SMB177P3H-PA0C0G
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